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A group of students wrote the following procedure for their acid rain investigation.

Procedure:

Find the mass of each of three different building materials being tested.
Pour 200 mL of acidified water, pH 4.5, into each of three clean containers.

Place cach sample of building material into one of the three containers.

After two days, remove the samples, wash them with distilled water, and allow them to dry
completely.

5. Mass each sample.

s

‘The chart below shows the students’ investigation results.

] ‘Startin Ending | Differencein | _Percent
Material Mass (o) Mass (8) Mass (g) Loss
Granite 6.2 6.2 0.0 0.0
Marble 87 8.1 06 6.9

Limestone 53 41 12 226

) What was the problem the students were investigating?

b)  Describe two things the students could do to increase confidence in their results.

Write your answer in your answer booklet.
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